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KOllservering aven vinkanna av 
tenn 
Elin Törnqui.st 

Ar 1985 kom;erveradcs en vinkanna aV 
teIm lillhörig Utö kyrka i Stockholms skär­
gilrö. K;ulrlUn vau' vid detta tillfälle i mycket 
dåligt skick. I samband med kOflscrvc· 
I ingen iakttogs ,lIl materialet ej V<l:r av 
SHmnw legering som är brukligt. Dena 
gjorde k mlf Hill mer inlrcssanl som konser­
veringsobjekt. I della skede SY'll(~S inga 
sHimpJar. Del ~kullc så småningom vis.a sig 
aU kmmgjutnrc Petter Aherg, vilkcn var 
känd f6r aU experimentera med lennIege­
ringar, hilde tillverkat kannan. 

Kalllmns nuvanuu)c höjd ~ir 27,5 cm, 
Den ursprungliga höjden har bediknats Iii! 
30,S cm. vilket även De·kräfllls aven inven­
tcring ,IV Utö kapells IlivcnHlrlcr 1920-19.10 
fATA). 

Kannan var, som tidigare nämnts, i 
mycket dåligt skick, Handtaget SOm J.mapp. 
händigt höll san'lman hade spriillgts av dell 
vid korrosionsprocessen bildadc term kor­
rosiol1cn och fåu en fd:lkdg, mycket vidare 
och omfångsrikare. form (ffg 1), Del sak· 
nades bilar av handtaget som sprängts. bort 
och försvunnit, Ävcn de övriga delarna av 
kannan var angripna av korrosion. För öv­
rigt saknade:.,> locket på snuten (pipen) och 
halva kulan på tumgreppet. Kmmans (Dl 
val" oj!lmn och det fanns några bucklor på 
karmans bill\.. 

Vid cn diskussion med 'iVuchlingsdirek· 
[{lr Åke Nlsbcth på Byggn'ldsavdelningcll 
vid Riksantikvarieämbetet bestämdes att 
kamHIll skulle fC:1l0VeniS, dock ej så att alla 
förkomna bit,_r skulle ersätt'kS. Däremot 
skulle .. illa sprickor lödas igen och foten, 

hlludlagcl och kmwHlls buk rikW5. Knopp­
halv'Hl på tumgreppet och I(leket pi. :<:Ilulcn 
slwlle inte ersättas. Tcnnkorrosionen som 
SHU i form av liJl111 Mrda blasor pfi kmmans 
buk. även under fölen, ~kull~ 3vUigsnas. 

Fig I. Vankallti<l frlin Ulii kyrk •• i UpplLlIld, Fore reno, 
vering. HIIIl<h"gct iir sönderspriillgt [1\' komlsioll. 
Foto U I.undb\!rg, nllil. 
Wim~ j rlgfmm (!tuCIIUT(h iII Uppland. Bt'!oTert.f10ra· 
rilm. Tll<' IUlIIdh' Irt~j' bf"of'll coru,d(d f<) pit-res. P!r% fJ 
LWfl"lbag. Raii, 
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Den kontillluldiga vården 

En god regel 1tr <lU rengöra och torka alla 
föremål v:uje gång dc använts: vinkannor. 
oblatm;kar, döpfll,llltsil1salscr. vaser, ljuss!a. 
k,IT 111 m. Visserligen tar del extra tid i an­
~pråk innan man sk~lll ställa undan l ex nall­
v,,'rds~Hvret. men man slipper ohehagliga 
överraskningar nilf dCI tas: fram igen. Då år 
man kanske inte heller beredd all rengöra 
föremålen. vilket kommer au la längre tid 
eftersum föroreningarna har haft _id på sig 
an vcrk<l. 

Care and Maintemmce of 
EccIesiasUcal Objects made of 
Meta) 

111C metals which (}cCur 1n ccclesiastical ob· 
jcclS are usually silver. gilded silver, pewter 
and alloys such as brass and nickel silver. 
Iron 81so occurs in some objecEs. 

The gUding is oiten c-arried out using an 
old lechniqllc known as fire-gilding. 

Mctal objects are damaged by air pollu­
tion, moisture and clHmgcs in temperature 
(fiSS l. 2 and 3). Ecclcsiastical objecls are 
also c::qwscd tö other harm ful substances. 
Corrosion is caused by candle-wax that is 
nol rcmc;>\'cd, lert-over wine in jug!'; and 
cha!ices, watcr th}tl is not wiped off vasc:s, 
font inserts. etc. Remains of polish can eal 
ho!es in meta!. 

Mcchankai damage can !Ilso OCCUf with 
clIrelcss handling. When clcaning vesseJs 
care should be taken not to support the 
base or the edge 011 il hard surface as this 
can eHsily cause distortion or bending (fig8 
4 and S). . 

10 avoid distortion of the arms of ellan-

delicrs or candlc.."iticks, a supporting hand 
sbould be hctd lmder thec-andle-socke! 
when the candlc is inserted. The cmldle 
sbould be shaped Hl the base in such a \vay 
tllat il is easyto inser. in the ctlndlc-holder. 

Sharp too Is must nOl be used for remov­
ing candlc-wax whkh sllOUltl be ifinsed 
aw.ay with hot water. Woodcn tools may be 
\.Iscd if ncccssllty (Og 7). 

J>ollshing Silver, Urass and ~w(er 

Cleaning and polishing is recommendcd for 
objects lhat are slightly dirlY Or oxidized. If 
the surfat!!s are scvcrcly corrodcd other 
methods should be used and carricd out by 
a restorer or an approved silve:rsmhh. 

(Clcaning silver. KOllservcringslCkniska 
studier no. l 1983,) 

It is an advlmtage to dean the ob jeets bc­
fore the)' "re polished, Cicaning shoultl be 
carricd out using lukewarm waler wilh a 
neutral deaning agenl and soft brllshes. If 
thc. objects have a filling of pitch. plaster, 
l},'Ood, etc. thc}' must not be immersed in 
water, and neither should objec:ts with. 
stones, pcarls or inlay of organic material. 

Afterdcaning, lhcobjcctssbould be pol. 
ished using a non-abrasi\lc polish wllh 
gentle, rotaling hand-movements. If the 
surface is. or becomes, dun or patchy, this 
may be duc to the silver platc, gHding or 
prolcctive \'arnisn beingworn nway. Af ter 
pollshing with PQIi!lh, the objects shouldbe 
washed again inlukewarm water using son 
brushcs to remo\'e tbe polish and ahen 
dried properly. 

It is II good fule to clem\ and dry HIl oh· 
jects mich lim.e thc,' are used and to lise 
protectivc eotton glovcs wllenevcr thc]' .m;~. 
handled (to put Ihem .. way or bring !hem 
oue for use). 
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Fig:l. Vinkanna fr{m Utö !iyrka i Uppland. Erl(~r rCllo, 
~ril1g. H{ljd 2:1.5 cm i bdintllgl ~kkk ullm knIJPP­
halva. Ur~llnmgliJ.l. böjd J.O.S cm. f'O\O G JlIIlsson. 
11;.lii. 

Willl; jug [rom vw Clwrdr j/r Upphmd. Aflifr restcm· 
liml. lJdgltr 17.5 cm Itll!.x&(j'ng ('()fu[/(iQf/ wlillOlu iwlf 
k'lOb. Originall/f'ighl JO. 8 cm. P/w/o G JUlil.WII. Rari. 

vägll. Stämpeln gneds mycket försiktigt 
med fuktad tulllme doppad i phnpstcnspul­
ver. Efter !lköljning !11cd destillerat vatten, 
ål.crupprcpades proceduren ett tiolal 
gånger hela liucn undcr förstoringsglas. 
Långsamt började stiimpelkonturern •• 
framtriid~l. Eftcr yuerligare ett par behand­
lingar kunde en cirkelrund stämpel iaktta­
gas föres.tällande ett berg s.om stiger UPI) ur 
vatten med texten P. ÅBERGS FINA 
TENN COMPOSITION runt om (fig 4). 

Detta var mycket intrcssanl eftersom 
stämpeln nämns som otydlig i en snabbin­
vCllIcring gjord på 1920-talet av Utö ka­
pells inventarier. Dår finns kannan nämnd 
som "kanna av tenn med stor tumknopp; 
skänkt 1760 av RyHmlistare J,E. Rcuter-

skiöld . .3 stlimplar: :3 krollor - A (fraktur­
stil) 1737 otydlig stiimpel H 30 cm," (ATA.) 
Den finns H .... en namnd i el1 im'cnterin:g. från 
s.eplember 1830 i VIÖ Kapell. "En kallna 
förarad ur Ryttmiistarc Herr Ax. D. 
Rcutcrskiöld 1760", (ATA) 

KompositiOll:S,irhctcfl finns omnilmnd<l j 

"TCIlIl.gjutMc i Sverige" nv Birger Bruzclli, 
(1967) sid 34, lJ6o.ch 1I7. 

Kompositionsstämpeln <l!1\'ändes på spe­
dalkomponernd tcnnlegering. Petter 
Abe:rg rllincnHle sig på experiment med 
denna legering. 

Restoring a Pewter \Vine Jug 

The pcwtcr jug (mm Utö Church in Ihe 
Stockholm Archipcb.go wa1i in very pOOl" 

condittoIl, The 1>llrJ'acc Jmd eorrodcd amI 
ihere \Vete cracks in scv.;:ral placcs. The 
hand[c had corrndcd lO pieccs, s.everal t1f 

which had dLr,appeared (figs I and 2). The 
bclly of the jus, was dented imd the base 
Was unC\'en. Tht~ lid and the~ spont were 
missing. 

Fii! -l. S~flll1pd i "inkIlnIIUIlS bouo.:n. (Ur Bruzclli Tenll­
gjutnr~ i S\·"fige. 1%7). 

Murk (m Ih(' bol/om olllr~ WIll" jug. (From Brll:,(!ffj'$ 
Tt:lfIll.:]wart: i SL'C-r(gf, 1%71. 

~ 'I 



lPEG image 502x209 pixels 

The cmcks were wIdered over. The 
handle and dm bclly of the jug wem 
slmightcncd bm .hc missing picccs wcr,c 
nol rcpl;lccd. S,ITfm::c blislers wcrc rc· 
movcd using ;1 rotaling carborunc.lum tip, 
The jug WiiS scr.uched with a rotaling bmss 
brush and 50ap-burk and powdcrcd pum­
kc-stonc, 

On he,ltillg prior 10 straightcning, it W<lS 

discovcrcd ahat the flultcrial was unusally 
hard. 

Marks appean~d on thc b{lUom of the 
jl1g: a Swedish s.hicJd und fl letter A in 

lowcr-casc Gothic. A circular mårk bore 
the texl r ABERGS FINA TENN COM­
POSITION (P ÅBERGS FINE PEWfER 
COMPOSITION) round .. mounlain risillg 
up out of thc watcr (fig 4). The round 
stamp was unknown when an Jnvenlory of 
the church's, content..;; was drawn up in llle 
1920$. 

Thc composhion mark was uscd On a 
s'pccially oomposcd pcwtcr alloy. Pener 
Åberg weil! bankrupl cxperimcnting with 
thi~ ultol'. 
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